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Test Specimen: 

 

 

 

 

 

 

 

 

 

Specimen: Colour: Client reference number: 

A. Light grey Vinyl Upholstery, dessin Furka Plus – 7064.05 

   

   

   

   

   

   

   

   
 

 

Examination: 

 

 

 

 

 

 

 

Test number: Test Name: 

1. Textiles – Tests for colour fastness – Part X12: Colour fastness to rubbing. 

  

  

  

  

  

  

  

  
 

 

Results See following pages 
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Test :  1. Textiles – Tests for colour fastness – Part X12: Colour fastness to rubbing.  
    
Norm :  ISO 105 X12 : 1993 
    ISO 105 A03 : 1993 – Textiles – Tests for colour fastness – Part A03 grey scale for assessing staining. 
Standard atmosphere :  Temperature: 20°C ± 2°C / Relative humidity: 65% ± 4% 
Apparatus :  Crockmeter.  
Rubbing cloth :  Cotton rubbing cloth - 5 cm x 5 cm 
Judgement :  According to standard grey scales numbered from 1 up and including 5 by which: 
 
   1 = bad 
   5 = good 
 
 

Results test 1 specimen:  A. 

  

Dry - length direction 5 

Wet - length direction 5 

  

Dry – width direction 5 

Wet – width direction 5 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 


