
 

 
colorfastness to light  

Colorfastness to light 
 
Testing as per ISO 105-B02:2014 
Testresults are based upon 216 hours of exposure. The test was stopped at 216 hours. 
Location test:   Helmond, The Netherlands 
Testing machinery:  Heraeus original Hanau Xenotest 150S 

standard blue scale 0 - 8 
humidity 65%, blackpanel temperature 45° Celsius 

 

 

collection Wallcovering 08 

261650 Maestro 6   261773 Grandessa 6 
261651 Maestro 6   261774 Grandessa 6 
261652 Maestro 6   261775 Grandessa 6 
261653 Maestro 6   261776 Grandessa 6 
261654 Maestro 6   261777 Grandessa 6 
261655 Maestro 6   261778 Grandessa 6 
261656 Maestro 6   261779 Grandessa 6 
261657 Maestro 6   261780 Chambord 6 
261658 Maestro 6   261781 Chambord 6 
261659 Maestro 6   261782 Chambord 6 
261660 Tuscany 6   261783 Chambord 6 
261661 Tuscany 6   261784 Chambord 6 
261662 Tuscany 6   261785 Chambord 6 
261663 Tuscany 6   261786 Chambord 6 
261664 Tuscany 6   261787 Chambord 6 
261665 Tuscany 6   261788 Chambord 6 
261666 Tuscany 6   261789 Chambord 6 
261667 Tuscany 6   261790 Tiffany 6 
261668 Tuscany 6   261791 Tiffany 6 
261669 Tuscany 6   261792 Tiffany 6 
261670 Montresor 6   261793 Tiffany 6 
261671 Montresor 6   261794 Tiffany 6 
261672 Montresor 6   261800 Fenda 6 
261673 Montresor 6   261801 Fenda 6 
261674 Montresor 6   261802 Fenda 6 
261680 Kai 6   261803 Fenda 6 
261681 Kai 6   261804 Fenda 6 
261682 Kai 6   261805 Fenda 6 
261683 Kai 6   261806 Fenda 6 
261684 Kai 6   261807 Fenda 6 
261690 Bora 6   261808 Fenda 6 
261691 Bora 6   261809 Fenda 6 
261692 Bora 6   261810 Corona 6 
261693 Bora 6   261811 Corona 6 
261694 Bora 6   261812 Corona 6 
261695 Bora 6   261813 Corona 6 
261696 Bora 6   261814 Corona 6 
261697 Bora 6   261815 Corona 6 
261698 Bora 6   261816 Corona 6 
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261699 Bora 6   261817 Corona 6 
261700 Deauville 6   261818 Corona 6 
261701 Deauville 6   261819 Corona 6 
261702 Deauville 6   261820 Primavera 6 
261703 Deauville 6   261821 Primavera 6 
261704 Deauville 6   261822 Primavera 6 
261705 Deauville 6   261823 Primavera 6 
261706 Deauville 6   261824 Primavera 6 
261707 Deauville 6   261830 Mirabel 6 
261708 Deauville 6   261831 Mirabel 6 
261709 Deauville 6   261832 Mirabel 6 
261710 Orienta 6   261833 Mirabel 6 
261711 Orienta 6   261834 Mirabel 6 
261712 Orienta 6   261835 Mirabel 6 
261713 Orienta 6   261836 Mirabel 6 
261714 Orienta 6   261837 Mirabel 6 
261715 Orienta 6   261838 Mirabel 6 
261716 Orienta 6   261839 Mirabel 6 
261717 Orienta 6   261840 Tartano 6 
261718 Orienta 6   261841 Tartano 6 
261719 Orienta 6   261842 Tartano 6 
261720 Montado 6   261843 Tartano 6 
261721 Montado 6   261844 Tartano 6 
261722 Montado 6   261850 Lino 6 
261723 Montado 6   261851 Lino 6 
261724 Montado 6   261852 Lino 6 
261725 Montado 6   261853 Lino 6 
261726 Montado 6   261854 Lino 6 
261727 Montado 6   261855 Lino 6 
261728 Montado 6   261856 Lino 6 
261729 Montado 6   261857 Lino 6 
261730 Venetian 6   261858 Lino 6 
261731 Venetian 6   261859 Lino 6 
261732 Venetian 6   261860 Zagara 6 
261733 Venetian 6   261861 Zagara 6 
261734 Venetian 6   261862 Zagara 6 
261740 Terral 6   261863 Zagara 6 
261741 Terral 6   261864 Zagara 6 
261742 Terral 6   261865 Zagara 6 
261743 Terral 6   261866 Zagara 6 
261744 Terral 6   261867 Zagara 6 
261745 Terral 6   261868 Zagara 6 
261746 Terral 6   261869 Zagara 6 
261747 Terral 6   261870 Sashiko 6 
261748 Terral 6   261871 Sashiko 6 
261749 Terral 6   261872 Sashiko 6 
261750 Samsara 6   261873 Sashiko 6 
261751 Samsara 6   261874 Sashiko 6 
261752 Samsara 6   261880 Canvasa 6 
261753 Samsara 6   261881 Canvasa 6 
261754 Samsara 6   261882 Canvasa 6 
261760 Rondo 6   261883 Canvasa 6 
261761 Rondo 6   261884 Canvasa 6 
261762 Rondo 6   261885 Canvasa 6 
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261763 Rondo 6   261886 Canvasa 6 
261764 Rondo 6   261887 Canvasa 6 
261770 Grandessa 6   261888 Canvasa 6 
261771 Grandessa 6   261889 Canvasa 6 
261772 Grandessa 6         

 

 


