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IDENTIFICAZIONE E DESCRIZIONE DEL CAMPIONE / SPECIMEN DESCRIPTION 

 

 

Harding 

CLIENTE / CUSTOMER 

VESCOM B.V. 

SINT JOZEFSTRAAT, 20 

5753 AV DEURNE (THE NETHERLANDS) 

NORMA DI RIFERIMENTO / REFERENCE STANDARD 

UNI EN 14465:2008 - Textiles - Upholstery fabrics - Specification and methods of test  

UNI EN ISO 12947-2:2000 - Textiles - Determination of the abrasion resistance of fabrics by the 

Martindale method - Determination of specimen breakdown 

 

     








