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February 8, 2017 

Ms. Barbara Crane 
RAXON FABRICS 
P.O. Box 1698 
Henderson, NC  27536 

Reference: Laboratory Test Report 
  Lab Identification No. 23654 
  Invoice No. 54803 

Dear Ms. Crane: 
 
One (1) fabric sample, identified as DOLIN 100% TREVIRA TEST # 419, was received and tested in 
accordance with AATCC Test Method 16.3-2014, “Colorfastness to Light: Xenon-Arc”. The sample was 
tested for a total of 60 Standard Hours. The results are as follows: 
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60 Std. Hrs. 
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If there are any questions or when we can be of further assistance, please let us know. 

Sincerely, 

 

Brian S. Dement 

BSD/mr 


