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Client's Style: Hestan / 7035.01. Content: 100% Trevira CS. Finish: Loomstate. End Use of Fabric: Upholstery. Color [as
Identification| described by Govmark]; Beige/Gold/Grey.

Tested For: Key Test: AATCC 8 or 116 Crocking/ACT 95
Vescom
Tel: 1-( )- - Ext:
s Fax: 1-( )- -
PC: 4H /id

TEST PERFORMED: As cited by the ACT Voluntary Performance Guidelines (August 2014) --

[x] AATCC Test Method B - Colorfastness to Crocking: AATCC Crockmeter Method,
as specified for certain products

[ ] ARATCC Test Method 116 - Colorfastness to Crocking: Rotary Vertical Crockmeter Method,
as specified for drapery prints

Evaluated by comparison with AATCC Chromatic Transference Scale

PRODUCT CLASSIFICATION: ACCEPTANCE CRITERIA
DRY: WET
[x] Upholstery Grade 4 minimum Grade 3 minimum
[ ] Uphclstery (Coated Fabrics) Grade 4 minimum Grade 4 mimimum
[ ] Direct Glue Wallcoverings Grade 3 minimum Grade 3 minimum
[ 1 Wrapped Panels & Upholstered Walls Grade 3 minimum Grade 3 minimum
[ 1 Drapery (solid) Grade 3 minimum Grade 3 minimum
[ ] Drapery (print) Grade 3 minimum Grade 3 minimum

RESULTS: Color Transfer to Transfer Cloth®

Rating
Dry: Grade 5
Wet: Grade 5

RATING SYSTEM:

Grade 5 - No color transfer

Grade 4 - Slight color transfer

Grade 3 - Moderate color transfer
Grade 2 - Considerable color transfer
Grade 1 - Excessive color transfer

CONCLUSION: Based on the above Results and Acceptance Criteria, the item tested:

.
[x] Complies; [ 1 Does not comply
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