
This report  may be reproduced, as long as it is presented in its entire form, without written permission of Centexbel.
The results of the analysis cover the received samples. Centexbel is not responsible for the representativeness of the samples.
In assessing compliance with the specifications, we did not take into account the uncertainty on the test results.

Order responsible

Kristina De Temmerman

07-02-2018HOPET1803030

Date of receiptInformation given by the clientIdentification
number

Determination of heavy metals in wallpaper according to
IGI

EN 12149 - test A (1997)

Required tests :

Analysis Report  18.00797.01

09-02-201807-02-2018

DateYour referenceYour notice of

Vescom bv
Dhr. Twan Ramaekers
P.O. Box 70
5750 AB DEURNE
Nederland

CENTEXBEL • textile competence centre • www.centexbel.be • www.vkc.be
Inrichting erkend bij toepassing van de besluitwet van 30-01-1947 • Établissement reconnu par application de l'arrêté-loi du 30-01-1947
GENT • Technologiepark 7 • BE-9052 Zwijnaarde, Belgium • phone +32 9 220 41 51 •  fax +32 9 220 49 55 • gent@centexbel.be
GRÂCE-HOLLOGNE • Rue du Travail 5 • BE-4460 Grâce-Hollogne, Belgium • phone +32 4 296 82 00 • g-h@centexbel.be
KORTRIJK • Etienne Sabbelaan 49 • BE-8500 Kortrijk, Belgium • phone +32 56 281828 • fax +32 56 281830 • info@vkc.be
VAT BE 0459.218.289 • IBAN BE44 2100 4729 6545 • BIC GEBABEBB



Analysis Report   18.00797.01
Date  09-02-2018

Page  2/2

* Limiting maximum migration according to I.G.I.

10< 1.00< 1.001Se (selenium)

20< 0.10< 0.100.1Hg (mercury)

20< 0.05< 0.050.05Pb (lead)

20< 0.20< 0.200.2Cr (chromium)

3< 0.10< 0.100.1Cd (cadmium)

5000.230.320.1Ba (barium)

3< 0.50< 0.500.5As (arsenic)

20< 0.601.080.6Sb (antimony)
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Results

Analytical correction according to EN 233 (wallpaper cylindrical-specifications)

ICP iCAP 6500Determination

With a solution of 0.07 mol/L HClExtraction method
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Performed in the chemical lab under the responsibility of Eddy Albrecht


